Washington State Department of Transportation
State Materials Laboratory
2809 Rudkin Road, Union Gap 98909

Yakima WA

98909-2560

PCC Pavement Core Report

Work Order : 008127 Sample ID : 00000126f72
Section : I-90/SNOWSHED TO KEECHELUS DAM PHASE 1C-REPLACE SNOWSHED ADD
State Route No : 000 Lab Number : C5190061
Project Engineer : Wood, Jerry Bid Item No :
Org Code : 454302 Date Cored : 9/25/2019
Date Paved : 9/11/2019 Local Agency No :
Core Number |Station Offset Plan Thickness |Average Average Core Density |Design Percent
Height Height Feet Density Density
Inches
3 LW 8335+42.4|4.3' Rt 0.95 11.98 1.00 148.1 144.8 102.3%

Result Code: |nformational

Remarks :

Billing Code

T893 -1
T894 -1

Robert Fleming P.E.
Regional Materials Engineer

Date :

9/25/2019

Phone : (509) 577-1791




